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Applicant QINGDAO XIAODAO FOOD MACHINERY CO., LTD.

Applicant Address
(ECONOMIC DEVELOPMENT ZONE) NORTH JINHAI ROAD,                   

WEST LINGSHAN ROAD, JIAONAN, QINGDAO, SHANDONG, CHINA 
(MAINLAND)

Contacts Helen Yu

Sample Name
Shrimp peeling and deveining 

machine’s axle
Sample Number 20200407-005006

Type/Serial No. -- Sample Quantity 1 pc

Manufacturer -- Other information 630

The above information is provided by the applicant and the applicant should answer for its authenticity.

Received Date 2020/04/07 Sample State Solid

Finished Date 2020/04/10-2020/04/13 Test Type Entrusted Test

Test Item C, Si, Mn, P, S, Cr, Ni, Nb

Test Standard
GB/T 11170-2008 Stainless steel. Determination of multi-element contents. Spark 
discharge atomic emission spectrometric method (Routine method)

Test Conclusion

According to applicant’s demand, the sample has been tested by 8 items of C, Si, Mn, P, 
S, Cr, Ni, Nb. The test results refer to page 2.

Stamp：
Issue Date： 2020/04/14

Remark --

Editor: Auditor: Approver:

契约锁
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Summary of Test Results 

No. Test Item Unit Test Result Test Norm①
Test

Conclusion
Test

Standard
Remark

1 C % 0.045 ≤0.07 Accord 
GB/T 

11170-2008 
--

2 Si % 0.29 ≤1.00 Accord 
GB/T 

11170-2008 
--

3 Mn % 0.58 ≤1.00 Accord 
GB/T 

11170-2008 
--

4 P % 0.025 ≤0.040 Accord 
GB/T 

11170-2008 
--

5 S % 0.010 ≤0.030 Accord 
GB/T 

11170-2008 
--

6 Cr % 15.74 15.00-17.50 Accord 
GB/T 

11170-2008 
--

7 Ni % 4.32 3.00-5.00 Accord 
GB/T 

11170-2008 
--

8 Nb % 0.16 0.15-0.45 Accord 
GB/T 

11170-2008 
--

Test description：
1.Test equipment ： Spark direct reading spectrometer etc.

2.Other information ： ①The norms are provided by applicant.
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The Picture of Sample 

Fig.1 The picture of sample
***The End***

契约锁



 

NOTES

1.The report is invalid without signatures or seals of the editor, reviewer and approver, and it 

is also invalid without the “test special chapter” and its riding seal.

2.The testing result is only responsible for the sent samples.

3.Any unauthorized copy, illegal transfer, embezzlement, imposture, modification, addition 

and deletion or any other kind of manipulation in part of the test report is not valid.

4.Any objection concerning the report should be submitted to the institute within 3 days after 

receiving the report, any request would be refused if it is overdue.

5. We can delegate some items to the agencies that qualified by law and have the ability to 

complete the subcontracting items.

Testing Company：Qingdao Standard Testing Co.,Ltd.

Address：B1-1, B1-3, C3 Area, LANEBEST Innovation Park, No.1 Jinye Road, Qingdao 

National Hith-tech Industrial Development Zone, Qingdao, Shandong
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