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Product Quality Certification

& F'Customer: | PHILHSHIAMRIA FR A ] 4 A5 Contract NO. : SA25300332 Fifrt S Certificate NO. : 250327005-1
P i & FRProducts:: RELAT NN PATPR#EStanddard:  Q/CDBXG 1-2018 CJ5L K Fi % Surface Finish: NO. 2B

5 153 Chemical Composition (%) b iTensile Test| f#E
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PRODUCT NO. Weight. Description Heat NO. C Ni Cr Mn Cu Sj P S N vso. 2% | TS EL NESS

Pa) | (pa) | (o) [ MV

F25N123896A 10. 411 0. 51%1240%C A250188 | 0.18 | 1.14 | 13.07] 9.76 | 0.25 | 0.34 [0.042|0.006| 0.13 | 475 | 1060 | 49 | 262

F25N123896B 10. 202 0. 51%1240%C 7250188 | 0.18 | 1.14 | 13.07| 9.76 | 0.25 | 0.34 [ 0.042]0.006| 0.13 | 475 | 1060 | 49 | 262

F25N123634A 9.957 0. 55%1240%C B250347 | 0.14 | 1.12 | 13.13] 9.83 [ 0.25 | 0.4 [0.039]0.005]| 0.13 | 520 | 1060 | 48 | 263

F24N121796A 10. 185 1. 01%1240%C A250491 0.17 | 1.13 [13.05] 9.19 | 0.25 | 0.56 | 0.045[0.005| 0.1 | 465 | 1090 | 46 | 262

F25N122549A 10. 268 1. 21%1240%C A250491 0.17 | 1.13 [13.05] 9.19 | 0.25 | 0.56 | 0.045[0.005| 0.1 | 515 | 1020 | 46 | 262
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The material listed above has been tested and complies with the terms of the contract and the standard.
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This certificate is valid with the original stamp of the quality department or the original stamp of the authorized seles department .Photocopies are invalid.
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If any quality query,please clarify via phone call or fax,indicating the certificate number. /\,ﬂ/ )Z ,/
o6 FiSurveyor: S HGE 115t AFunctionary:

\

H#Date: 202543 H27H







